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TESTING  REPORT

SHENZHEN HENGCAI INDUSTRY CO., LTD.Principal Name:                    

Principal Address:                102, No. 7, 2nd Lane, Yueqing Community, Yijin Community, Henggang Street,

Longgang District, Shenzhen.
Declared Sample Name:                

Sample Received Date:                

In accordance with instructions received from applicant, we prepared and carried out required test on the sample. The 
analysis results reported as refer to the next page(s)

Talc lump.

2023-03-15
Sample Testing Period:                2023-03-15 ~ 2023-03-21

/.Declared Sample Number:               

Lump（1.15Kg）.Sample Condition on Receipt:         

SGS-CSTC Standards Technical Services Co.,Ltd.Guangzhou Branch

______________________________

Authorised Signatory

2023-03-21

WARNING: The sample(s) to which the findings recorded herein (the ''Findings'') relate was(were) drawn and / or provided by the Client or by 

a third party acting at the Client's direction.  The Company accepts no liability with regard to the origin or source from which the sample(s) 

is/are said to be extracted.The test report shall only be used for clients' scientific research, teaching, internal quality control, product research 

and development, etc... and just for internal reference.
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Standard No.

GB/T 15343-2020

GB/T 15343-2020

GB/T 15343-2020

GB/T 15343-2020

GB/T 15343-2020

GB/T 5950-2008

Result

/

62.25

0.052

32.28

0.093

4.78

91.43

Unit

%

%

%

%

%

/

Test Items

SiO₂

Fe₂O₃

MgO

Al₂O₃

Loss on Ignition

Whiteness

Upon Client’s request, this test report has been issued as the English version, Only the Chinese version is a legally binding 

document and may be used for any legal purpose, In case of any discrepancy between Chinese version and English version, the 

Chinese version shall prevail..

Remark：

Sample photo:

MNT231170GZ.001.

SGS authenticate the photo on original report only
******The end******
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